
B72 may not be present here although there is a heavy sheen which could be explained by presence of gum arabic in the original plaster mix (See Dimitris' report)�

Entire area has a sheen to it, poss gum arabic in original plaster mix (see below note)�

Graffiti (etched) & scratches on plaster surface�

Graffiti�

Tidemark around plaster edges does not fluoresce under UV. Possible previous consolidant (not B72).�



B72

Cracks

Smears of Previous Restoration

Vulnerable Edges (Losses of Original)

Loosely Bound Paint (Powdering)

Flaking

WWasps Nests

Retouching Over Fills

Retouching Over Original

Salts

Water Damage

Grouting (Detached Plaster)
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